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Product name purity

Main component 
composition

〔at ratio〕
Content of C Particle diameter〔µm〕 Typical capacity〔mAh/g〕

Li Fe P 〔wt%〕 D10 D50 D90 0.1C 0.2C

1.15C+LiFePO4 99.9%

0.98 0.99 1.03 around 1.15 1.46 3.355 5.899 154.9 155.7

Impurity
ICP 〔ppm〕 Al＜50, Ca＜80, Co＜10, Cr＜120, Mg＜30, Si<50, Zn<10 etc

SEM data

【電極比率】 活物質/AB/PVdF =85/9 /6 wt%
【測定条件】 1C=155µA として測定 0.2C rate - 3cycles at 25℃

1.15C+LiFePO4 powder  

XRD

Charge-discharge curve

【Electrode ratio】
Active material/AB/PVdF =85/9 /6 wt%

【Measurement condition】
Measure as 1C=155µA
0.2C rate - 3cycles

at 25℃

【Electrode ratio】
Active material /AB/PVdF =85/9 /6 wt%

【 Measurement condition 】
Measurement as 1C=155µA 

0.1C rate - 3cycles
at 25℃

1st：160.54mA h/g

1st：154.974mA h/g

1st：160.118mA h/g

1st：155.716mA h/g

※For reference only.


